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6 Phthalates (2005/84/EC)
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Test specification

Test method
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6 Phthalates (2005/84/EC, amending for 22™ time council directive 76/769/EC)

Analysis of plastics — 21st notification: detection and quantification of

plasticizers; BGESUNDHEITSBL 15 (1972) 136, solvent extraction and
quantification by gas chromatography-mass selective detector (GC-MS)

Requirement 2005/84/EC

Tested ltem: EVA sheet

Phthalates CAS No. Requirement Result Conclusion
Dibutyl phthalate (DBP) 84-74-2 -- <0.005% -
Butyl benzyl phthalate (BBP) 85-68-7 - <0.005% -
Di-2-ethylhexyl phthalate (DEHP) 117-81-7 -- <0.005% -
Sum(DBP, BBP and DEHP) 4y 0.1% ND Pass
Di-n-octyl phthalate (DNOP) 117-84-0 - <0.005% -
Di-iso-nonyl phthalate (DINP) 28553-12-0 - <0.005% -
Di-iso-decyl phthalate (DIDP) 26761-40-0 - <0.005% -
Sum(DNOP, DINP and DIDP) -- 0.1% ND Pass
Main test instruments used for this method:
Instrument Manufactory Model / Type
GC-MS Agilent Technologies GC (7890)-MS (5975C)
Sample photo(s), see annex1
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ANNEX1

Sample photos, consists of 1 page
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